




Item Unit Specification 
Applicable 
Standards 

Remarks 

Heat Reversion % < 3 ASTM D1238   

Crash Resistance % < 10 ASTM D2412   

Tensile Strength Kgf/cm2 Min. 180 ASTM D638   

Elongation at Break % Min. 350 ASTM D638   

Impact Test   
Sample shall not crack & Spli

t 
ASTM D2444   

Coefficient of Friction   < 0.3 
This specification is based on st

andard of KT in Korea. 
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